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EVE # Cat Cat# Hadidi # Description Material Complete Condition 

01.TH.09.450c   HSM-77-
54 

Iron nail fragment (curved) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.450d   HSM-77-
54 

Iron nail fragment (J shaped) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.450e   HSM-77-
54 

Iron nail head fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.451a   HAD-76-
S267 

Iron nail head fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.451b   HAD-76-
S267 

Iron nail shaft fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.451c   HAD-76-
S267 

Iron nail fragment (curved) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.451d   HAD-76-
S267 

Iron nail head fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.452a   HAD-76-
S454 

Iron nail fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.452b   HAD-76-
S454 

Iron nail fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.453a   HAD-76-
S266 

Iron nail fragments body Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.453b   HAD-76-
S266 

Iron nail fragment head Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.454a   HAD-76-
S203 

Iron nail fragment (refit) head and shaft Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.454b   HAD-76-
S203 

Iron nail fragment (curved) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.454c   HAD-76-
S203 

Iron nail fragment (tip) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.455a   HSM-77-
11 

Iron nail shaft fragment (J shape) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.455b   HSM-77-
11 

Iron nail head fragment (rounded) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.456   HSM-77-
32 

Iron nail fragment Iron No White discoloration Surface 
corrosion: Oxidation and soil 

accretion 
01.TH.09.457   HSM-77-

2 
Iron nail (rounded) Iron Yes Surface corrosion: Oxidation and 

soil accretion 
01.TH.09.458a   HAD-76-

S270 
Iron nail fragment (refit with b) Iron Yes Surface corrosion: Oxidation and 

soil accretion 
01.TH.09.458b   HAD-76-

S270 
Iron nail fragment (refit with a) Iron Yes Surface corrosion: Oxidation and 

soil accretion 
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01.TH.09.459a   HSM-78-
21 

Iron nail Head fragment (refit with b) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.459b   HSM-78-
21 

Iron nail body fragment (refit with a) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.459c   HSM-78-
21 

Iron nail fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.459d   HSM-78-
21 

Iron hook with loop Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.460a   HSM-77-
43 

Iron nail fragment head Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.460b   HSM-77-
43 

Iron nail fragment tip Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.460c   HSM-77-
43 

Iron nail fragments (10) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.461   HSM-77-
79 

Iron Nail (round head) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462a   HSM-78-
20 

Iron nail fragments (2) (complete refit) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462b   HSM-78-
20 

Iron nail fragments (head and body) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462c   HSM-78-
20 

Iron nail (no distinguished head) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462d   HSM-78-
20 

Iron Nail body fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462e   HSM-78-
20 

Iron nail body fragment with tip Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462f   HSM-78-
20 

Iron nail body fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.462g   HSM-78-
20 

Iron nail body fragment with tip Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.463   HSM-77-
17 

Iron nail body fragment with tip Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.464   HAD-76-
S13 

Iron nail head and body fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.465a   HAD-76-
S200 

Iron Sickle shaped with rivets (2) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.465b   HAD-76-
S200 

Iron nail body fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.465c   HAD-76-
S200 

Iron nail body fragment with tip Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.465d   HAD-76-
S200 

Iron nail body fragment with tip Iron No Surface corrosion: Oxidation and 
soil accretion 
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02.TH.12.466a   HSM-78-
9 

Unidentified Iron Fragment: Flat oval 
with tail and two perforations 

Iron Yes Surface corrosion: Oxidation and 
soil accretion 

02.TH.12.466b   HSM-78-
9 

Flakes of rust from a Iron No Surface corrosion: Oxidation and 
soil accretion 

04.TH.12.467   NA Bronze/Copper inclusions in surrounding 
matrix of dirt 

Bronze Yes Soil and Mineral accretion 

02.TH.09.468   HSM-77-
2 

Iron Nail fragments (6) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.469   HAD-76-
S273 

Iron nail fragment head and partial body Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.470   HSM-77-
74 

Iron nail fragment head and partial body Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.471   HSM-77-
47 

Iron nail Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.472   HSM-77-
6 

Iron nail fragment head and partial body Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.473a   H-76-
S1143 

Iron nail Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.473b   H-76-
S1143 

Iron nail Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.474a   HAD-76-
S522 

Iron nail (2 pieces refit) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.474b   HAD-76-
S522 

Iron Slag Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.475a   HAD-76-
S42 

Iron nail (tack) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.475b   HAD-76-
S42 

Iron nail head and partial body Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.475c   HAD-76-
S42 

Iron nail body fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.475d   HAD-76-
S42 

Unidentified material, possibly organic Organic No NA 

01.TH12.476   HAD-76-
S41 

Unidentified iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.477a   HSM-77-
46 

Iron nail body fragments (2) (refit with b) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.477b   HSM-77-
46 

Iron nail head (refit with a) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.478   HAD-76-
S650 

Unidentified iron blob Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.479   H74-S124 Unidentified iron fragments (3) Iron No Surface corrosion: Oxidation and 
soil accretion 
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01.TH.12.480   H74-S10 Unidentified iron fragment (round) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.481   H74-S106 Unidentifiable iron fragments (3) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.482   H74-S47 Unidentifiable iron fragments (2) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.483   H74-S76 Unidentifiable iron blob Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.484   H74-S115 Unidentifiable iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.485   HSM-77-
12 

Unidentifiable bronze fragments (3) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.486   HSM-77-
56 

Unidentifiable bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.487   H75-S18 Unidentifiable bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.12.488a   HAD-76-
S405 

Unidentified iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

02.TH.12.488b   HAD-76-
S405 

Unidentified iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

02.TH.12.488c   HAD-76-
S405 

Unidentified iron fragments (3) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.489   HAD-76-
S670 

Unidentifiable bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.490   HSM-77-
13 

Unidentifiable bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.491   HSM-77-
4 

Unidentifiable metal fragment Metal No Surface patina 

01.TH.12.492   HSM-77-
5 

Unidentifiable bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.493   HSM-77-
22 

Metal hemisphere; perhaps piece of 
jewelry 

Metal No Surface patina 

01.TH.12.494   HSM-77-
18 

Bronze fragment; 2 bumps on top Bronze No Surface corrosion and mineral 
accretion 

02.TH.12.495   NA Unidentifiable bronze fragments Bronze No Surface corrosion and mineral 
accretion 

02.TH.12.496   NA Bronze Slag Bronze No Surface accretion: Soil and 
mineral 

01.TH.12.497   HSM-78-
34 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.498   HSM-77-
45 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.12.499   HSM-78-
8 

Unidentified Bronze Fragments (2) Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.12.500   NA Unidentified Bronze Fragments Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.501   HSM-77-
21 

Unidentified Bronze Fragments (10) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.502   HSM-77-
38 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.12.503   HSM-78-
1 

Unidentified Bronze Fragments (2) Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.12.504   HAD-76-
S206 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.505   HAD-76-
S334 

Unidentified Bronze Fragment (Bent 
shaft) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.506   HSM-77-
68 

Unidentified Bronze Fragment (3) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.507   H74-S36 Unidentifiable iron fragment (rounded 
tip) 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.508   H74-S62 Unidentifiable iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.509a   HAD-76-
S224 

Iron fragment curved, possibly bracelet Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.509b   HAD-76-
S224 

Unidentifiable iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.510   H76-S988 Natural iron, not very refined Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.511a   H75-S44 Unidentifiable iron fragment (refit with b) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.511b   H75-S44 Unidentifiable iron fragment (refit with a) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.512a   HSM-77-
61 

Iron ore unworked; low grade (12 large 
pieces) 

Iron No Decomposing iron ore 

01.TH.12.512b   HSM-77-
61 

Iron ore unworked; low grade (Soil and 
smaller pieces) 

Iron No Decomposing iron ore 

01.TH.12.513a   HAD-76-
S85 

Iron Fragment (circular) possibly a link Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.513b   HAD-76-
S85 

Unidentified Iron Fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.513c   HAD-76-
S85 

Unidentified Iron Fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.514   HSM-77-
15 

Unidentified Iron Fragments (5) Iron No Surface corrosion: Oxidation and 
soil accretion 
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01.TH.12.515   HSM-77-
73 

Unidentifiable iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.516   HSM-77-
25 

Bronze fragment broken: Semi-circular Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.09.517   HSM-77-
76 

Iron nail head fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

05.NO.12.518   NA Unidentified Bronze 'hemisphere' Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.09.519a   HSM-77-
75 

Iron Nail fragments (3) refits (a,b,c all 
likely the same nail) 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.519b   HSM-77-
75 

Iron Nail Fragments (2) refits ( a,b,c all 
likely the same nail) 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.519c   HSM-77-
75 

Iron nail fragments refits  (a,b,c all likely 
the same nail) 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.520a   HSM-78-
23 

Iron fragment; flattened sheet (same piece 
as b) 

Iron No Surface mineral accretion 

01.TH.12.520b   HSM-78-
23 

Iron fragment; flattened sheet (same piece 
as a) 

Iron No Surface mineral accretion 

01.TH.06.521a   HAD-76-
S402 

Bronze bracelet fragment refit with b Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.521b   HAD-76-
S402 

Bronze bracelet fragment refit with a Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.521c   HAD-76-
S402 

Bronze fragments; possibly apart of 
bracelet 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.522   HSM-78-
4 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.528   HSM-77-
55 

Unidentified bronze fragments Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.524a   HAD-76-
S651 

Flattened bronze fragment w/ 2 rivets Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.524b   HAD-76-
S651 

Flattened bronze fragment w/ 2 rivets Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.524c   HAD-76-
S651 

Unidentified bronze fragments (2) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.525   HAD-76-
S111 

Unidentified Iron Fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.526a   HAD-76-
S108 

Possible Bronze bracelet fragment (a,b,c 
refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.526b   HAD-76-
S108 

Possible Bronze bracelet fragment (a,b,c 
refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.526c   HAD-76-
S108 

Possible Bronze bracelet fragment (2 
curved fragments adhered) (a,b,c refit) 

Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.12.526d   HAD-76-
S108 

Unidentifiable bronze fragments Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.527 N 26472 H77-M-9 Iron Bracelet (overlapped ends) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.528   HSM-77-
51 

Iron bracelet (connected ends) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.529   HSM-77-
34 

Iron crescent shaped fragment (possibly 
ring) 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.530   HSM-77-
65 

Unidentified Bronze Fragments (5) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.531   HAD-76-
S227 

Unidentified Bronze Fragments (3) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.532   HSM-77-
7 

Unidentified Bronze Fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.533a   HAD-76-
S1171 

Iron Slag Iron No NA 

01.TH.12.533b   HAD-76-
S1171 

Soil found in original field bag with a Bronze No NA 

01.TH.12.534   HSM-77-
77 

Unidentified bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.535   H74-S176 Unidentified Iron fragments (refit) (2) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.536   H74-S237 Unidentified bronze fragments Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.537   H75-S163 Unidentified bronze fragments Bronze No Surface accretion: Soil and 
mineral 

05.TH.12.538   NA Unidentified bronze fragments Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.539   HSM-77-
64 

Unidentified iron fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

02.TH.06.540   None 
(HAD77) 

Silver Bracelet Fragment Silver No Soil and Mineral accretion 

01.TH.06.541   HSM-77-
2 

Bronze Bracelet (hammered flat) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.542a   HS-78-41 Unidentified flattened bronze adhered to 
ceramic base 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.542b   HS-78-41 Small piece of bronze (refit to a adhered 
to ceramic) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.542c   HS-78-41 Small piece of bronze (refit to a adhered 
to ceramic) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.543a   HSM-77-
35 

Bronze Pin shaft w/ eye (no defined head) Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.12.543b   HSM-77-
35 

4 non-human bone fragments Bone No NA 

01.TH.06.544   HAD-76-
S126 

Bronze bracelet Bronze No Surface Oxidation: Red Powder 

02.TH.12.545   HAD-76-
S406 

Unidentified Iron loop Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.546a   HAD-76-
S671 

Iron Buckle; Horse Harness? Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.01.546b   HAD-76-
S671 

Iron Spear Butt Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.09.546c   HAD-76-
S671 

Iron Nails (2) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.546d   HAD-76-
S671 

Iron Fragment w/ perforation Iron No Surface corrosion: Oxidation and 
soil accretion 

02.THa.04.547 N 26469 H74-341 Bronze pin (ball headed) (Eye) Bronze Yes Evidence of conservation work. 
Patina on surface 

02.THa.03.548 N 26435 H74-428 Bronze Axe Bronze No Evidence of conservation work. 
Patina on surface 

01.TH.12.549   H74-67 Bronze Earring Bronze Yes Evidence of conservation work. 
Patina on surface 

01.TH.12.550 N 25973 H77-M-
14 

Bronze Horse Fitting Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.05.551   H77-C-13 Bronze Coin (visible design) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.05.552a   HSM-77-
70 

Bronze Coin (visible design) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.05.552b   HSM-77-
70 

Bronze coin fragments (2) (refit) (Design 
not visible) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.05.552c   HSM-77-
70 

Bronze coin fragment (visible design) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.553a   HAD-76-
s293 

Iron bracelet fragment refit with b,c,d Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.553b   HAD-76-
s293 

Iron bracelet fragment refit with a, c, d Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.553c   HAD-76-
s293 

Iron bracelet fragment refit with a,b,d Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.553d   HAD-76-
s293 

Soil and Iron bracelet fragment refit with 
a,b,c 

Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.554   HAD-76-
s668 

Iron bracelet fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.555a   HSM-77-
85 

Iron bracelet fragment refit with b Iron Yes Surface corrosion: Oxidation and 
soil accretion 
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01.TH.06.555b   HSM-77-
85 

Iron bracelet fragment refit with a Iron Yes Surface corrosion: Oxidation and 
soil accretion 

02.TH.06.556   HSM-77-
57 

Bronze bracelet fragment Bronze No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.557a   HSM-77-
40 

Iron bracelet fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.557b   HSM-77-
40 

Iron bracelet fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

02.TH.07.558a   H75-M-9 Bronze earring Bronze Yes Surface corrosion: Oxidation and 
soil accretion 

02.TH.07.558b   H75-M-9 Bronze earring fragments (2) (refit) Bronze Yes Surface corrosion: Oxidation and 
soil accretion 

02.TH.07.558c   H75-M-9 Stone beads (2) Stone Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.07.559   H75-M-
10 

Bronze ring fragment (coiled)+H242 Bronze Yes Evidence of repair; glued together 
Surface corrosion: soil and 

mineral accretion. 
01.TH.07.560   HSM-77-

26 
Bronze ring fragments (4) Bronze No Surface corrosion: blueish green 

discoloration 
02.TH.07.561a   HOB-77-

65 
Bronze earring fragment Bronze No Surface corrosion: blueish green 

discoloration 
02.TH.07.561b   HOB-77-

65 
Bronze earing fragments (3) Bronze No Surface corrosion: blueish green 

discoloration 
01.TH.08.562   HAD-76-

S219 
Bronze bead fragment w/ dust Bronze No Corrosion: blueish green 

discoloration 
01.TH.04.563   HSM-78-

37 
Iron pin Iron Yes Surface corrosion: Oxidation and 

soil accretion 
01.TH.06.564a   HAD-76-

S888 
Iron bracelet fragments (4) refit Iron Yes Surface corrosion: Oxidation and 

soil accretion 
01.TH.06.564b   HAD-76-

S888 
Iron bracelet fragments (10) Iron No Surface corrosion: Oxidation and 

soil accretion 
01.TH.06.565   HSM-77-

29 
Iron bracelet Iron Yes Evidence of repair; glued together 

01.TH.06.566a   HSM-77-
36 

Iron bracelet fragment refit with b,c,d Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.566b   HSM-77-
36 

Iron bracelet fragment refit with a,c,d Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.06.566c   HSM-77-
36 

Iron bracelet fragment refit with a,b,d Iron Yes Growth on side Surface corrosion: 
oxidation and soil accretion 

01.TH.06.566d   HSM-77-
36 

Iron bracelet fragment refit with a,b,c Iron Yes Surface corrosion: Oxidation and 
soil accretion 
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02.TH.07.567   H78-M-6 Bronze earring fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.568   HAD-76-
s175 

Bronze ring fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.569   HAD-76-
S578 

Bronze ring (overlapped setting) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.07.570   HSM-78-
17 

Iron earring (cone shaped) Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.10.571   HSM-77-
59 

Bronze pendant Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.08.572   HSM-77-
69 

Bronze bead (or bronze waste) Bronze Yes Surface corrosion: Soil and 
mineral accretion 

01.TH.08.573   H76-8 Bronze bead Bronze Yes Surface corrosion: blueish green 
discoloration 

04.TH.04.574a   NA Bronze pin (Nail headed w/ shaft 
fragment) 

Bronze No Surface corrosion: blueish green 
discoloration 

04.TH.07.574b   NA Bronze ring (possibly setting; oval shaped 
tapered on both sides) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.575   H75-S311 Unidentified iron fragment with stone Iron Yes Surface corrosion: Oxidation and 
soil accretion 

02.EQ.12.576   HAD-76-
S348 

Iron Slag Iron Yes Surface soil and mineral accretion. 
Evidence of oxidation on edges 

04.TH.07.577   NA Bronze ring w/ 2 stone beads Bronze Yes Surface soil and mineral accretion. 

04.TH.07.578a   NA Bronze ring w/ 4 stone beads Bronze Yes Surface soil and mineral accretion. 

04.TH.07.578b   NA Bronze ring w/ 2 stone beads (1 bead 
broken) 

Bronze Yes Surface soil and mineral accretion. 

04.TH.07.578c   NA Bronze ring fragments (3) Bronze No Surface soil and mineral accretion. 

04.TH.07.579a   NA Stone beads from bronze ring (4) 
(attached to bronze) 

Bronze No Surface soil and mineral accretion. 

04.TH.07.579b   NA Stone beads from a bronze ring (5) 
(attached to bronze) 

Bronze No Surface soil and mineral accretion. 

04.TH.07.579c   NA Stone beads from a bronze ring (2) 
(loose) 

Bronze No Surface soil and mineral accretion. 

01.TH.07.580a   H75-M-
12 

Silver earring Silver Yes Surface tarnish 

01.TH.07.580b   H75-M-
12 

Silver earring Silver No Surface tarnish 

01.TH.07.580c   H75-M-
12 

Silver earring Silver No Surface tarnish 

01.TH.07.580d   H75-M-
12 

Silver earring Silver No Surface tarnish 
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01.TH.06.581a   H74-S178 Bronze bracelet fragment Bronze No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.581b   H74-S178 Ceramic sherd Ceramic No Ceramic 

01.TH.04.582a   HAD-76-
s341 

Bronze pin fragments (2) (ball head refit 
w/ shaft) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.582b   HAD-76-
s341 

Bronze pin shaft fragments w/ eye refit 
(2) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.582c   HAD-76-
s341 

Bronze pin shaft w/ eye remnants Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.582d   HAD-76-
s341 

Bronze pin shaft Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.582e   HAD-76-
s341 

Bronze earring fragments (2) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.582f   HAD-76-
s341 

Dust and bronze corrosion found in field 
bag with a,b,c,d, and e 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.583a   HAD-76-
S117 

Bronze pin (3) (refit) (club head w/ eye) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.04.583b   HAD-76-
S117 

Bronze pin (2) (refit) (ball head w/ eye) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.583c   HAD-76-
S117 

Bronze pin fragment (ball head) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.583d   HAD-76-
S117 

Bronze pin fragments (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.583e   HAD-76-
S117 

Bronze bracelet fragments (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.583f   HAD-76-
S117 

Bronze earring fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.583g   HAD-76-
S117 

Bronze pin fragments (15) (none refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.583h   HAD-76-
S117 

Unidentified Bronze Fragments (27) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.584   HSM-77-
84 

Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.585a   HSM-77-
44 

Iron pin shaft fragment refit with b Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.585b   HSM-77-
44 

Iron pin shaft fragment refit with a Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.586   HAD-76-
S754 

Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.587   HSM-77-
14 

Iron pin fragment w/ tip Iron No Surface corrosion: Oxidation and 
soil accretion 
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01.TH.04.588a   HSM-77-
72 

Iron pin head fragment (club headed) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.588b   HSM-77-
72 

Iron pin tip fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.589   HSM-77-
49 

Bronze pin shaft fragment (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.590a   HSM-77-
82 

Bronze pin head fragment (ball headed) 
(possible refit with b) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.590b   HSM-77-
82 

Bronze pin body fragment (possible refit 
with a) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.591a   HSM-77-
16 

Bronze pin head fragment (nail/squared) Bronze No Surface corrosion: Soil and 
mineral accretion 

01.TH.04.591b   HSM-77-
16 

Bronze pin fragment (no defined head) Bronze No Surface corrosion: Soil and 
mineral accretion 

01.TH.12.591c   HSM-77-
16 

Unidentified bronze fragments (2) Bronze No Surface corrosion: Soil and 
mineral accretion 

01.TH.04.592a   H75-S291 Bronze pin head fragment and tip 
fragment (2) (not refit but same pin 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.592b   H75-S291 Bronze bracelet fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.592c   H75-S291 Unidentified bronze fragment (3) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.593a   H75-S57 Lead pin body fragment Lead No Surface corrosion: Soil and 
mineral accretion 

01.TH.12.593b   H75-S57 Unidentified bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.594   HSM-78-
26 

Iron pin shaft fragment Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.595a   HSM-77-
19 

Bronze pin shaft with tip fragment (refit 
with b) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.595b   HSM-77-
19 

Bronze pin shaft fragment (refit with a) Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.04.596a   NA Bronze pin head fragment (not defined) 
(not refit but same pin as b) 

Bronze No Surface corrosion: Oxidation and 
soil accretion 

02.TH.04.596b   NA Bronze pin shaft fragment (not refit but 
same pin as a) 

Bronze No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.597   HSM-77-
1 

Bronze pin head fragment w/ body (nail 
headed) 

Bronze No Surface corrosion: Soil and 
mineral accretion 

01.TH.04.598a   HAD-76-
S227 

Bronze pin shaft fragment w/ tip (possible 
refit with b) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.598b   HAD-76-
S227 

Bronze pin shaft fragment (possible refit 
with a) 

Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.04.599a   H75-S179 Bronze pin fragments w/ eye (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.599b   H75-S179 Bronze pin fragments (3) (possible refit 
with tip) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.599c   H75-S179 Bronze pin fragment (possibly has eye) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.599d   H75-S179 Bronze earing fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.599e   H75-S179 Bronze earing fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.600a   H75-S324 Bronze pin head fragment (ball headed 
w/eye) and body fragment (refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.600b   H75-S324 Bronze Pin body fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.600c   H75-S324 Bronze bracelet fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.601a   HAD-76-
S278 

Bronze pin head fragment (rolled over) 
(same pin as b, not refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.601b   HAD-76-
S278 

Bronze pin shaft fragment (same pin as a, 
not refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.602   HSM-77-
23 

Metal squared shaft fragment Metal No Surface corrosion: yellow and 
white 

02.TH.04.603   HAD-76-
S409 

Iron pin shaft w/ tip Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.604a   HAD-76-
S292 

Iron pin shaft fragment (not refit with b) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.604b   HAD-76-
S292 

Iron pin shaft fragment (not refit with a) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.01.605   HAD-76-
S78 

Iron projectile point Iron Yes Surface corrosion: Oxidation and 
soil accretion 

01.TH.01.606   HSM-78-
5 

Iron projectile point Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.01.607   H74-251 Iron projectile point Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.04.608a   H76-S15 Bronze pin fragments (3) (refit) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.04.608b   H76-S15 Bronze pin fragments (2) (refit) Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.04.609   HAD-76-
S253 

Iron pin fragment (hooked) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.01.610a   H76-253 Bronze projectile fragment (tang) Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.01.610b   H76-253 Bronze projectile fragment (tip) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.01.610c   H76-253 Bronze projectile body fragments Bronze No Badly Corroded: blue and green 
discoloration 

01.TH.01.610d   H76-253 Bronze corrosion dust Bronze No Badly Corroded: blue and green 
discoloration 

01.TH.04.611   HAD-76-
S385 

Bronze pin shaft fragments (2) (Tip and 
body fragment refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.612   HAD-76-
S323 

Lead pin body fragment w/ eye Lead No Surface corrosion: yellow and 
white 

01.TH.04.613   H75-S328 Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.614a   HAD-76-
S298 

Organic fragment (shell?) Organic No NA 

01.TH.04.614b   HAD-76-
S298 

Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.614c   HAD-76-
S298 

Bronze pin shaft fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.01.615   HAD-76-
S112 

Iron projectile (tip broken) Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.12.616   HAD-76-
S106 

Iron rolled over fragment Iron No Surface corrosion: Oxidation and 
soil accretion 

01.TH.02.617   H75-56 Bronze blade handle adhered to soil Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.01.618 N 27987 H76-162 Iron projectile (spear) Iron No Repaired (glue) Surface corrosion: 
Oxidation and soil accretion 

01.TH.04.619   HAD-76-
S423 

Bronze Pin shaft fragment and blue green 
dust 

Bronze No Corrosion: blueish green 
discoloration 

01.TH.04.620   H76-S15 Bronze pin fragment (dust from field bag) Bronze No Corrosion: blueish green 
discoloration 

01.TH.04.621   HSM-77-
39 

"Bronze Heavy pin shaft" Bronze No 1 sample set in epoxy resin. 

01.TH.01.622   HSM-78-
29 

"Bronze Arrow" Bronze No 1 sample set in epoxy resin. 

01.TH.04.623   H75-S310 "Bronze Pin with ball head" Bronze No 1 sample set in epoxy resin. 

01.TH.04.624   H76-S375 "Bronze Pin? LB?" Bronze No 1 sample set in epoxy resin. 

01.THa.01.625   H74-414 "Bronze Dagger EB" Bronze No 2 samples set in epoxy resin. 

01.TH.04.626   HSM-78-
14 

"Bronze Pin, cut piece from longest 
(MBI?) fragment" 

Bronze No 2 samples set in epoxy resin. 

01.TH.01.627   HSM-78-
10 

"Bronze Arrow" Bronze No 1 sample set in epoxy resin. 
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01.TH.04.628   HSM-78-
30 

"Bronze Pin" Bronze No 1 sample set in epoxy resin. 

01.TH.04.629   H76-S615 "Bronze Pin" Bronze No 1 sample set in epoxy resin. 

01.TH.04.630   HSM-78-
25 

"Bronze pin" (rolled head) Bronze No 1 sample set in epoxy resin. 

01.TH.01.631   HSM-77-
9 

"Bronze Point" Bronze No 1 sample set in epoxy resin. 

01.TH.12.632   H75-S401 "Bronze Tweezer" Most likely a bracelet Bronze No 2 samples set in epoxy resin. 

02.THa.01.633   H74-420e "Bronze Arrowhead or spatula" Bronze No 1 sample set in epoxy resin. 

01.TH.12.634   H76-S582 "Bronze Implement handle, pierced" Bronze No 2 samples set in epoxy resin. 

02.THa.04.635   H74-387 "Bronze Toggle pin with nail head" Bronze No 1 sample set in epoxy resin. 

01.TH.04.636   H76-s579 "Bronze Pin shaft LB" Bronze No 1 sample set in epoxy resin. 

01.TH.04.637   HSM-77-
88 

"Bronze pin with squared shaft" Bronze No 1 sample set in epoxy resin. 

01.TH.04.638   H75-S280 Bronze pin fragments Bronze No 1 sample set in epoxy resin. 

01.TH.12.639   H74-S233 Unidentified bronze fragments Bronze No 1 sample set in epoxy resin. 

01.TH.12.640   H74-S26 Unidentified bronze fragments "Slag?" Bronze No 1 sample set in epoxy resin. 

01.TH.12.641   HSM-77-
24 

Unidentified bronze fragment Bronze No 2 samples set in epoxy resin. 

02.THa.04.642 N 26455 H74-383 Bronze pin fragment (rolled head) Bronze No 1 sample set in epoxy resin. 

01.TH.12.643   HSM-77-
78 

Unidentified bronze fragment w/ 
perforation 

Bronze No 1 sample set in epoxy resin. 

01.TH.12.644   HSM-78-
42 

Unidentified bronze fragment Bronze No 1 sample set in epoxy resin. 

01.TH.04.645   H76-S449 Bronze pin tip fragment Bronze No 1 sample set in epoxy resin. 

01.TH.04.646   HSM-77-
50 

Bronze pin fragment Bronze No 0 epoxy resin samples. 

01.TH.12.647   HSM-78-
2 

Unidentified bronze fragment Bronze No 1 sample set in epoxy resin. 

01.TH.07.648   H76-s256 Bronze ring, pin, and link? Bronze No 2 samples set in epoxy resin. This 
sample includes A, B, and C 

02.THa.04.649   H74-371 Bronze pin fragment with eye Bronze No 1 sample set in epoxy resin. 

01.TH.12.650   H76-S234 Unidentified bronze fragment Bronze No 1 sample set in epoxy resin. 

01.TH.04.651   HSM-77-
42 

Bronze Pin Head (morningstar) Bronze No 1 sample set in epoxy resin. 

01.TH.07.652   H74-777 Silver link fragments? Silver No 1 sample set in epoxy resin. 
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01.TH.07.653   H76-S442 Bronze ring fragments Bronze No 1 sample set in epoxy resin. 

01.TH.06.654   H74-S256 Bronze bracelet fragments Bronze No 1 sample set in epoxy resin. 

02.THa.04.655   H74-373 Bronze pin fragment (rolled head) Bronze No 1 sample set in epoxy resin. 

01.TH.04.656   H74-S153 Bronze pin fragment Bronze No 1 sample set in epoxy resin. 

01.TH.01.657   HSM-77-
33 

"Bronze Arrow" Bronze No 2 samples set in epoxy resin. 

02.THa.04.658   H74-s138 Bronze pin Bronze No 1 sample set in epoxy resin. 

01.TH.04.559   H76-S373 Bronze pin fragments Bronze No 0 epoxy resin samples. 

01.TH.04.660   H76-s322 Bronze pin fragments Bronze No 1 sample set in epoxy resin. 

01.TH.04.661   H76-S319 Bronze pin fragments Bronze No ? 

01.TH.04.662   H75-S402 "Bronze pin with bracelet" Bronze No 1 sample set in epoxy resin. 

04.TH.12.663   NA MISSING: "No#: Ro14: 28 HAD-45 Big 
Mount" 

Metal No 0 epoxy resin samples. 

01.THa.12.664   H74-948 Bronze Pin fragment Bronze No 2 samples set in epoxy resin. 

02.THa.04.665   H74-398 Bronze pin fragment Bronze No 1 sample set in epoxy resin. 

02.TH.12.666   H77-M-3 Unidentified Bronze fragment Bronze No 1 sample set in epoxy resin. 

02.JJ.04.667   HAD-76-
S1059 

Bronze pin (round nail head) with eye Bronze No 1 sample set in epoxy resin. 

02.THa.02.668 N 26637 H74-403 "Bronze Hilt" Bronze No 2 samples set in epoxy resin. 

02.THa.01.669 N 26440 H74-420a Bronze Projectile Bronze No 0 epoxy resin samples. 

02.THa.04.670 N 26656 H74-375 Bronze pin fragment (double headed) Bronze No 1 sample set in epoxy resin. 

01.TH.12.671   H74-123 Unidentified Bronze Fragment Bronze No ? 

04.TH.12.672   NA "No #, Roll 4:27" Metal No ? 

01.TH.12.673 N 26436 H75-m-8 Bronze Spatula fragment Bronze No 1 sample set in epoxy resin. 

01.TH.04.674   H74-330 Bronze Pin fragment Bronze No 1 sample set in epoxy resin. 

02.THa.01.675   H74-425 Bronze Projectile Bronze No 1 sample set in epoxy resin. 

04.TH.07.676   H75-S337 Bronze ring "A-c; HAD 58a,b,c Bronze No 2 samples set in epoxy resin. 

02.AD.04.677   HAD-76-
S1023d 

Bronze pin fragment Bronze No 2 samples set in epoxy resin. 

02.SED.02.678 N 25984 H76-175 Bronze dagger fragment Bronze No 1 sample set in epoxy resin. 

02.THa.02.679 N 26442 H74-412 Bronze dagger fragment Bronze No 1 sample set in epoxy resin. 
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02.THa.03.680 N 26435 H74-428 Bronze axe fragment Bronze No 1 sample set in epoxy resin. 

01.TH.04.681   H77-m-10 Bronze pin fragment Bronze No 1 sample set in epoxy resin. 

01.TH.12.682 N 28420 HSM-77-
66 

Copper band fragment Copper No 1 sample set in epoxy resin. 

01.TH.09.683   HSM-77-
43 

Iron nail fragment Iron No 1 sample set in epoxy resin. 

02.THa.02.684   H74-415 Bronze dagger fragment (empty bag) Bronze No 1 sample set in epoxy resin. 

04.TH.12.685   HAD-275 Unidentified bronze fragment Bronze No ? 

04.TH.04.686   NA Bronze pin head fragment (club headed) Bronze No 1 sample set in epoxy resin. 

02.TH.04.687a   H77 Bronze pin body fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

02.TH.04.687b   H77 Bronze pin fragment Bronze No Surface corrosion: blueish green 
discoloration 

02.EQ.12.688   H76-S440 "Frag of Rod" Metal No 1 sample set in epoxy resin. 

01.TH.04.689a   H74-s6 Bronze pin head and body fragment 
(mushroom headed) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.689b   H74-s6 Unidentified bronze fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.690   H74-s284 Bronze pin head fragment (mushroom 
headed) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.691   H74-s200 Bronze earring Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.04.692   H74-s157 Lead twisted shaft (possibly silver) Lead No Yellow and white discoloration 

02.THa.02.693   H74-393 Bronze blade fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.694   H74-s141 Bronze ring fragments (3) has fiber but 
MISSING beads 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.695   H74-s145 Bronze pin fragments (3) (refit) (no 
defined head) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.696   H74-s142 Lead ring (possibly silver) Lead No Yellow and white discoloration 

01.TH.07.697   H74-s180 Lead ring (possibly silver) Lead No Yellow and white discoloration 

01.TH.04.698   H74-s203 Bronze pin fragment (corrosion dust and 
soil in bag) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.699   H74-s196 Bronze pin fragments (4) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.700   H74-s32 Unidentified metal fragments (23) Metal No Surface corrosion: blueish green 
discoloration 

01.TH.12.701   H74-s307 Unidentified bronze fragments (3) Bronze No Soil and Mineral accretion 
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01.TH.07.702a   H74-s48 Bronze earring (possibly) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.702b   H74-s48 Bronze earring Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.08.702c   H74-s48 Bronze bead Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.702d   H74-s48 Bronze pin shaft fragments (2) (different 
pins one has eye remnant) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.702e   H74-s48 Bronze bracelet fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.703   H75-s58 Bronze slag Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.704a   H75-s346 Bronze earring fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.704b   H75-s346 Bronze earring fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.704c   H75-s346 Bronze earring fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.704d   H75-s346 Bronze earing fragments (2) (not refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.704e   H75-s346 Bronze corrosion dust Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.705   H75-s185 Unidentified bronze fragments (2) (Not 
refit) 

Bronze No Soil and Mineral accretion 

01.TH.12.706   H75-s94 Unidentified bronze fragments (4) (Not 
refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.707a   H75-s182 Bronze bracelet fragments (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.06.707b   H75-s182 Bronze bracelet fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.707c   H75-s182 Bronze earring Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.707d   H75-s182 Bronze pin shaft fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.707e   H75-s182 Bronze pin shaft fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.707f   H75-s182 Unidentified bronze fragments (5) (Not 
refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.708   H75-s400 Bronze pin head and shaft fragment (nail 
headed) (square shaft) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.709   H75-s157 Bronze head and shaft fragment (ball 
head) 

Bronze No Surface corrosion: blueish green 
discoloration 
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01.TH.07.710a   H75-s317 Bronze earring Bronze Yes Surface corrosion: blueish green 
discoloration 

01.TH.07.710b   H75-s317 Bronze earring Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.710c   H75-s317 Bronze earing fragments (2) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.710d   H75-s317 Bronze earring fragments fused together 
(2) 

Bronze No Soil and Mineral accretion 

01.TH.12.711   H76-s691 Bronze slag Bronze No Soil and Mineral accretion 

01.TH.12.712   H76-s318 Bronze cylindrical fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.713   H76-s455 Bronze ring fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.714a   H76-s277 Bronze pin head and shaft fragment (2) 
(not refit same pin) (head) (eye remnant) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.714b   H76-s277 Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.714c   H76-s277 Bronze pin shaft fragments (6) (some 
same pin) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.714d   H76-s277 Bronze pin fragments (unidentified badly 
corroded) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.12.715   H76-s108 Unidentified bronze fragments (2) (refit) 
(resemble modern washer) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.716a   H76-s178 Bronze pin head fragment (morningstar) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.716b   H76-s178 Bronze pin shaft fragment Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.717a   H76-s251 Bronze ring fragments (3) (refit) Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.717b   H76-s251 Bronze ring fragments (10) (possibly 
refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.07.717c   H76-s251 Bronze pendant bail Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.718a   H76-s663 Bronze pin head fragment (club headed) 
(same pin as b not refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

01.TH.04.718b   H76-s663 Bronze pin body fragment w/ tip (same 
pin as a not refit) 

Bronze No Surface corrosion: blueish green 
discoloration 

04.TH.04.719   NA Bronze pin fragment (ball head) Bronze No Surface corrosion: blueish green 
discoloration. 

01.TH.05.720   H76-186-
M28d 

MISSING: Coin Metal No NA 
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EVE # Cat Cat# Hadidi # Description Material Complete Condition 

01.TH.05.721   H76-189-
M31d 

MISSING: Coin Metal No NA 

01.TH.05.722   H76-189-
M31b 

MISSING: Coin Metal No NA 

01.TH.05.723   H76-229-
M46 

MISSING: Coin Metal No NA 

01.TH.05.724   H-78-M-2 MISSING: Coin Metal No NA 

01.TH.12.725   HSS-78-
91 

MISSING: Unknown (Stone?) Metal No NA 

01.TH.07.726   HAD-76-
S471 

MISSING: Bronze Ring Fragment Bronze No NA 

01.TH.12.727   H78-M-1 MISSING: Tip of drinking straw Bronze No NA 

04.TH.07.728   HAD-77 MISSING: Bronze Earring Bronze No NA 

04.TH.12.729   H74-246 MISSING: Unknown Metal No NA 

01.TH.12.730   H-76-
s160 

MISSING: Unknown Bronze Bronze No NA 

01.TH.07.731   HAD-76-
S581 

MISSING: Bronze Ring Fragment Bronze No NA 

01.TH.12.732   HSM-77-
48 

MISSING: Unknown Bronze No NA 

01.TH.06.733   H77-M-9 MISSING: Iron Anklet Iron No NA 

01.TH.12.734   H74-S130 MISSING: Iron Iron No NA 

01.TH.04.735   H76-167 MISSING: Bronze Pin Bronze No NA 

 


